
5.2 Fine-tuning the synthesis of —-FeSe
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Fig. 5.24 EDS mapping of: (a) sample #1 and (c) sample #4 at its inside; for the
other samples, #2, #5 and #6 (with label b, d, e) the mapping was performed at
the surface. In sample #4 one can visualise how the particles organise in depth.
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