
5.2 Fine-tuning the synthesis of —-FeSe
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Fig. 5.22 SEM images of (a) sample #2 at the surface and (b) sample #6 in its
inside, taken with a magnification of 1kx.

Se K– lines, samples #1 and #2 have dispersed particles of free –-Fe (green
spots) while the others samples do not, which corroborates the XRD results that
show a decrease of –-Fe content from sample #1 to #6.
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